
Customer Sold To: Page 1

HESNZ

3 Heb Place

Takanini, Auckland, New Zealand

Order: 6017

Invoice: 46005

Date: 20/07/2024

Certificate No: 231212HESNZ

 SIZE:
QTY:

Surface: Zinc plated

TESTED DATE: 20/07/2024

SIZE WLL(TON)
10MM 0.23T

ITEM REMARK

D2 ok

D4 ok

D3 ok

L ok

H ok

K ok

ZINC ok

WLL ok

ok

12MM 0.34T
ITEM REMARK

D2 ok

D4 ok

D3 ok

L ok

H ok

K ok

ZINC ok

WLL ok

ok

This is to certify that the nominated size and quality of the following product/s has been inspected and tested with                                                                  

the following results.

STANDARD VALUE(MM) TESTED VALUE(MM)

24.5-25.9 25.1

 DIN580  EYEBOLT 

M10, M12, M14, M20

500,300,100,160

24.1-25.5 25.2

44.5-46.1 45.3

16.65-17.35 17.1

44.5-46.1 45.8

9.5-10.9 10.5

>6um 10um

0.23T 0.35T

MATERIAL(C15):  C 0.14  Si 0.24  Mn 0.50  P 0.013   S  0.009

STANDARD VALUE(MM) TESTED VALUE(MM)

24.5-25.9 25.1

24.1-25.5 25.2

44.5-46.1 45.3

16.65-17.35 17.1

44.5-46.1 45.8

9.5-10.9 10.5

>6um 10um

0.23T 0.35T

MATERIAL(C15):  C 0.14  Si 0.24  Mn 0.50  P 0.013   S  0.009

TEST CERTIFICATE



14MM 0.49T
ITEM REMARK

D2 ok

D4 ok

D3 ok

L ok

H ok

K ok

ZINC ok

WLL ok

ok

20MM 1.20T
ITEM REMARK

D2 ok

D4 ok

D3 ok

L ok

H ok

K ok

ZINC ok

WLL ok

MATERIAL(C15):  C 0.14  Si 0.26  Mn 0.53  P 0.005   S  0.005 ok

42 Clements Avenue Bundoora Vic Aust

Bundoora  Victoria 3083 Australia

Phone + 61 3 94667840

STANDARD VALUE(MM) TESTED VALUE(MM)

34.5-36.1 35.2

33.9-35.5 35.1

62.5-64.1 63.9

26.58-27.42 26.88

61.5-63.1 62.8

13.5-14.9 14.1

>6um 10um

0.49T 0.53T

MATERIAL(C15):C 0.16 Si 0.2  Mn 0.54  P 0.033  S 0.018 

STANDARD VALUE(MM) TESTED VALUE(MM)

39.5-41.1 39.9

38.9-40.5 39.5

71.5-73.1 72.5

130 129.7

1.2T 1.8T

70.5-72.1 72

15.5-16.9 15.5

>6um 12um


	Sheet1



