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RUD120305HESNZ / Order # 63 

HES NZ Ltd 

56 Pavillian Drive 

Airport Oaks  Auckland  2022 

New Zealand 

Batch Number/ Customer Order 
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CHAIN G70 GOLD C1W CRADLE GRAB HOOK AT BOTH ENDS 

7.3mm*6m 20 120m 7.3 24.0   12.0 60.0 30.0 1500 20 0.20     0.01 0.01       

7.3mm*9m 200 1800m 7.3 24.0   12.0 60.0 30.0 1500 20 0.20     0.01 0.01       

8mm*9m 100 900m 8.0 24.0   11.6 76.0 38.0 1900 20 0.20     0.01 0.01       

10mm*9m 100 900m 10.0 30.0   14.5 120.0 60.0 3000 20 0.20     0.01 0.01       

G70 LUG LINK GOLD FINISH 

8mm 25           78.0       0.19     0.01 0.01       

10mm 25           122.0       0.19     0.01 0.01       

13mm 25           181.0       0.19     0.01 0.01       

G70 CLEVIS CRADLE GRAB HOOK 

8mm 200           78.0       0.19     0.01 0.01       

10mm 150           122.0       0.19     0.01 0.01       

13mm 25           181.0       0.19     0.01 0.01       

G70 CLEVIS SLIP HOOK 

6mm 100           47.0       0.19     0.01 0.01       

8mm 50           78.0       0.19     0.01 0.01       

10mm 50           122.0       0.19     0.01 0.01       

13mm 25           181.0       0.19     0.01 0.01       

AMG / 4344-3.0 / 4344-3.8 /4344-6.0 

 

5/7/2012 

JRC12N0280 
Certificate No: 

This is to certify that the nominated size and quality of the following AMG product has been 
manufactured, inspected and tested to conform to AS/NZS 4344 with the following results. 
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