
 

 

 7.5T 

8T 

Description: 

WLL-MTM2T: 

Required MBL 

The above information has been transferred directly from the factory and 
have been  Manufactured, Inspected and Tested for and on behalf of: 

 
Allan Marketing Group  

42 Clements Avenue Bundoora Australia 

 

          Authorised Signatory 

Date: 

Average MBL: 

 

AMG05 

Trailer Shackles Dee 

Batch Number: 

2.5T MTM 

CHEMICAL COMPOSITION 
 

  C Si Mn P S Cr Al 
Body Req’d 0.42-

0.50 

0.17-

0.37 

0.50-

0.80 

<0.035 <0.035 <0.25 0.025 

 Actual 0.45 0.25 0.65 0.02 0.02 0.17 0.025 
Pin Req’d 0.37-

0.45 

0.17-

0.37 

0.50-

0.80 

<0.03 <0.03 0.80-

1.10 

0.025 

 Actual 0.40 0.25 0.65 0.02 0.02 1 0.025 

 

 

27/5/2017 

 Actual Qty Tested: 

Order # & QTY: 
HESNZ # 3637 / 5,070 

QYJ70221HESNZ 
Certificate No: 

This is to certify that the nominated size and quality of the following AMG product has been 

manufactured, inspected and tested to conform to NZS 5437 with the following results. 

MILL/MILL/MILL/MILL/TEST TEST TEST TEST CERTIFICATECERTIFICATECERTIFICATECERTIFICATE    


